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MIX TYPE CODES

Eng Met Description

01 i TYPE 1 WEARING COURSE MIX

02 A TYPE 1 BINDER COURSE MIX

05 51 TYPE 3 WEARING COURSE MIX

06 52 TYPE 3 BINDER COURSE MIX

09 53 TYPE 5A BASE COURSE MIX

10 54 TYPE 5B BASE COURSE MIX

15 N SHOULDER WEARING COURSE MIX

16 g SHOULDER BINDER COURSE MIX

17 55 ASPHALT TREATED DRAINAGE BLANKET
18 56 TYPE 7 WEARING COURSE MIX

19 57 TYPE 7 BINDER COURSE MIX

20 58 TYPE 8 WEARING COURSE MIX

21 59 TYPE 8 BINDER COURSE MIX

22 60 TYPE 8 FRICTION WEARING COURSE MIX
23 61 TYPE 9 WEARING COURSE MIX FOR SHLD
24 62 PERMEABLE ASPHALTIC BASE '
25 63 STONE MASTIC ASPHALT (SMA)

26 64 SUPERPAVE MIX

27 65 INCIDENTAL PAVING 12.5 mm (1/2 IN.)

28 66 TYPE 7H WEARING COURSE MIX

29 67 TYPE 7L WEARING COURSE MIX

30 68 TYPE 7M WEARING COURSE MIX

31 69 ULTRA - THIN WEARING COURSE MIX




